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 HDPE FL7100
 Descrip�on
 · FL7100 is manufactured to be processed in conven�onal blown film equipment by CSTR Slurry process technology.
 · Thanks to Bi-modal design of molecular composi�on, FL7100 offers both excellent processability and superior mechanical proper�es.
 Addi�ves
 · An�oxidant Applica�ons
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